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p
PRODUCT NAME H&8 WHITE MASTERBATCH
G%/:EDE WFR50 18342 STANDARD QB/T1648-1992
BPE
LAl =| B REERR REE TiE &g CUSTOMIZED:
TESTING ITEM UNIT/RAW MATERIAL | STANDARD VALUE | TESTED VALUE RESULT
wna= STFEY PN
HEMESE SIA% 50.0% 50.0% =Lt 5-45%
o TiO2 Content Rutile% QUALIFIED
. ™ PN
bk Akt Bt 27.0% 27.0% ats PE. PP, ABS. PS
 CARRIER PE(Virgin)+ADDITIVES QUALIFIED
W\ Py
B7 £58 23.0% 23.0% ats 0%-50%
o FILLER CaCo3 QUALIFIED
= P Py
FERUSH 9/10m 15-21 15-21 ol NO
o MFI(190°C 5KG) QUALIFIED
=iN=l Py
ALE °C 120°C 120°C ats 105-180°C
oMELTING QUALIFIED
=R Py
EE g/cm3 1.6-1.75 1.6-1.75 atE NO
o DENSITY QUALIFIED
AN Py
e % 0.1% 0.1% ke NO
#MOISTURE QUALIFIED
it PN
mRE °C 220-300°C 220-300°C aiE NO
o HEAT RESISTENCE QUALIFIED
3 Py
AILLH) % 2%-6% 2%-6% aiE NO
 ADD RATIO QUALIFIED
A PE\PP (DRfE. i¥¥8. WXMR, Film, Injection Molding, Blow Molding)
o APPLICATION
R

e PERFORMANCE

HER, =58 High Whiteness, High Opacity
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